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Features:

e Low RDC and ultra-high current thin design

e Magnetic shielding type, strong anti- electromagnetic
Interference, suitable for high- density installation

e High-reliability, High vibration resistance as result of
newly developed integral construction

e Ultra Low buzz noise, due to composite construction

e Die-casting by low loss alloy powder low impedance,
Small parasitic capacitance

e High efficiency Low DC resistance of winding and low
eddy-current loss of the core

e Frequency up to 3MHz

e Absolute maximum voltage 30VDC

e RoHS, Halogen Free and REACH Compliance

e AEC-Q200 Compliant

Applications:

e PDA , notebook ,desktop ,server applications

e High current POL converters

e Battery powered devices,Base station

e DC/DC converters in distributed power systems

Environmental Data:

e Operating Temperature: -55°C to +155°C

(Including coils self-temperature rise)

Test Equipment:

e L: WK3260B LCR meter or equivalent

e |sat & Irms: WK3260B+WK3265B or equivalent

e DCR:Chroma 16502 or equivalent

Product Identification:

SMTC 0770 A 1RO M T
@ @ ® @ ® ®

© @ ®

K Type SN T (LxWxH) (mm) A
. = External Dimensions (LxWxH)

JR T Fr A e R (mm) Automotive
SMTC | Molding SMD III

Power Inductor 0770 7.8x7.6x6.7
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Inductance A% Inductance Tolerance 1% Packing
B 2
1.0 uH J:£5%,K: £10%, L: £15% #i#Bulk Package
M: £20%,P: +25%, N: +30% T 47 Tape & Reel
@SR Shape and Dimensions(dimensions are in mm):
A C D
=] H
% E
B | Marking L .
Recommended
Land Pattern
ITEM Unit:mm
Part No
A C D E F L H G
SMTCO770A | 7.8+0.3 7.61£0.3 6.7£t0.3 | 6.7£0.3 | 1.75£0.3 | 3.15+0.3 | 7.4Ref | 7.2Ref | 2.8Ref

O HRE R - Specifications:
e SMTCOQ770A Series Electrical Characteristics (Electrical specifications at 25°C)
Inductance DCR Saturation Current |Temperature Rise Current
100KHz 0.1V (mQ) (A) (A)
Part No
L(uH) Tol 20°C 40°C
+20% Max Typical . .
'@0A Rise Rise
SMTCO0770A-1ROM 1.0 +20% 2.80 31.8 34.8 20.0 25.0
SMTCO0770A-3R3M 3.3 +20% 9.42 15.1 19.4 11.5 15.1
SMTCO0770A-4R7M 4.7 +20% 13.5 14.0 15.5 10.5 13.6
SMTCO0770A-6R8M 6.8 +20% 19.6 11.0 12.8 7.0 9.5

e Saturation Current: DC current at which inductance drops 30% from its value without current.
e Temperature Rise Current: the actual value of DC current when the temperature rise isAT 40°C (Ta=257C).

e Rated DC Current: The less value which is Isat or Irms.

e Special remind:Circuit design, component, PCB trace size and thickness, airflow and other cooling provisions

all affect the part temperature. Part temperature should be verified in the end application.

e Saturation current VS temperature rise current curve

HENZHEN SHUNXIANGNUO ELECTRONICS CO., LTD.

http: www.sxndz.com



http://www.sxndz.com

] I 9 i
Molding SMD Power Inductors 15)0\‘

o= aE: Packaging:

e Tape and Reel Specifications: (Dimensions are in mm)

400mm Min
Blank portions Chip Cavity Blank portions
, 163 lmdiin 100mm Min

ooooooo”oooooooooooo”ooooooooooo ooooooo Cover tape

LTI il

Direction of feed

£

® Reel dimensions (mm)

1Ny
-~

1"
eTape Dimension (mm)
4.0+0.1
2.0+0.1 1,750 1
(6o ol0o 00 -
| i
X e b | .-
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Tape Dimension Reel Dimensions REEL Inside Outside
Part No.
W P Wi A B C D (PCS) | Box(PCS) | Carton(PCS)
SMTCO770A | 16 12 7.5 16.8 97 13.2 330 700 2100 8400

e Cover tape peel off condition
a) Cover tape peel force shall be 10 to 120g

b) Noodle strip peeling angle165°to 180°

Cover tape 165°~180°

—

2 Pull direction
Unreeling direction : | | | | ‘ | | | ‘ |

Unreeling direction

Carrier tape .~

e Packing quantity

N
- (— aTy PCS
N.W KGS
G.W. KGS
NO
REEL13 PE 4% Inside Box Outside Carton,

AN BRI N E 7R A 2
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@ 0] S MR . Reliability Testing:
Items Requirements Test Methods and Remarks
1. Pulling test: Solder the inductor to the testing jig using leadfree

Terminal Strength
Reference docu

ments: GB/T
2423.60-2008
Uity -5 5 (SMT)

Define: A: sectional area of terminal
A=8mm2 force =5N time:30sec
8mm2<A=20mm?2 force = 10N time: 10sec
20mm2<A force =20N time: 10sec
2.Solder paste thickness:0.12mm

3.Meet the above requirements without any
loose terminal

solder. Then apply a force in the

Keep time: 10+1s Speed: 1.0mm/s.

Force

N

-

erminal Strength
Reference docu
ments: GB/T
2423.60-2008
Uiit¥- 568 % (DIP)

1.Terminal diameter(d) mm 0.35<<d<t
0.50Applied force:5N Duration:
10sec2.Terminal diameter(d) mm0.50<<d<
0.80Applied force:10N Duration:
10sec3.Terminal diameter(d) mm0.80<<d<
1.25Applied force:20N Duration:
10sec4.Terminal diameter(d) mmD>
1.25Applied force:40N Duration:
10sec5.Meet the above requirements
without any loose terminal.

Pull Force:the force shall be applied gradually to
the terminal and thenmaintained for 10 seconds.

iy  F

Pulling test

Resistance to Flexure
JIS C 5321:1997
P il R

1.No visible mechanical damage.

1.Solder the inductor to the test jig (glass epoxy
board

2.shown in Using a leadfree solder. Then apply a
force in the direction shown

3.Flexure: 2mm.

4.Pressurizing Speed: 0.5mm/sec.

5.Keep time: 30 sec.

20
10
R230 ﬂ
| _,_-'-!F
M Flexure
A a5[177) o7 477 LA
|

Dropping

Reference documents:

1.No case deformation or change
inappearance.

2.No short and no open.

1.Drop the packaged products from 1m high in 1

angle, 3 ridges and 6surfaces, twice in each

Reference documents:
GB/T 2423.28-2005
AL RS

GB/T 2423.7-2018 direction.
% T ek

. 1.No visible mechanical damage. 1.Solder temperture:240+2°C
Solderability

2. Wetting shall exceed 75% coverage for

3.Terminals must have 95% minimum solder
coverage

2.Duration: 3 sec.
3. Solder: Sn/3.0Ag/0.5Cu.
4.Flux: 25% Resin and 75% ethanol in weight

HENZHEN SHUNXIANGNUO ELECTRONICS CO., LTD.
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I 339 i
A oxN

Vibration

Reference documents:
GB/T 2423.10-2019
PRBNAL

1.No visible mechanical damage.
2. Inductance change: Within £10%.
3.Q factor change: Within +20%.

Solder mask

Glass Epoxy Board

1.Solder the inductor to the testing jig (glass epoxy
boardshown in ) using leadfree solder.

2.The inductor shall be subjected to a simple
harmonic motion having total amplitude of 1.5mm,
the frequency being varieduniformly between the
approximate limits of 10 and 55 Hz.

3.The frequency range from 10 to 55 Hz and
return to 10 Hz shallbe traversed in approximately
1 minute. This motion shall be applied for a period
of 2 hours in each 3mutually perpendicular

directions(total of 6 hours).

PV

1Min Time

Freq
55Hz

10Hz

Thermal Shock
Reference documents:
GB/T 2423.22-2012
Method Na

M L TR

1.No visible mechanical damage.

Within =30% )
3.Q factor change: Within +20%.

2. Inductance change: Within £10%.(Mn-Zn:

1.Start at ( 85~1257C) for T time, rush to
(-55~40°C) for T time as one cycle, go through100
cycles.

2. Transforming interval: Max. 20 sec.

3.Tested cycle: 100 cycles.

4.The chip shall be stabilized at normal condition

for 1~2 hours

125C85C S0 min. il
Ambient | I\ E ll
Temperature R |

-RET1A0C \M “

- —
20sec. (max.)

Low temperature Storage
Reference documents:
GB/T 2423.1-2008
Method Ab
IR fif A7 1 56

1.No visible mechanical damage.

2. Inductance change: Within £10%.(Mn-Zn:
\Within =30% )

3.Q factor change: Within £20%.

1. Temperature:M(-55~-40+£2C)
2.Duration: 9612 hours
3.The chip shall be stabilized at normal condition for

1~2 hoursbefore measuring.

Room
Temp

0 96H / | Test

/Q?H 98H Time

M
Temp |

Low temperature

HENZHEN SHUNXIANGNUO ELECTRONICS CO., LTD.
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|Items |Requirements Test Methods and Remarks

High temperature
Storage

Reference documents:
GB/T 2423.2-2008

1.No visible mechanical damage.

2. Inductance change: Within £10%.(Mn-Zn:
\Within =30% )

3.Q factor change: Within +20%.

1. Temperature:N(125~85+2°C).
2.Duration: 96+2 hours
3.The chip shall be stabilized at normal condition

for 1~2 hoursbefore measuring.
Temp

High temperature

Reference documents:
GB/T 2423.3-2016
{1 Y ARG

NT
Method Bb N
Room
%/El'ﬁ% ﬁﬁtgﬁ Temp
Test
0 9H 97H 98H  Time
1.No visible mechanical damage. 1.Temperature: 60+2C
2. Inductance change: Within £10%.(Mn-Zn: |2.Humidity: 90% to 95% RH.
Damp Heat Within =30% ) 3.Duration: 96+2 hours.
(Steady States) 3.Q factor change: Within £20%. 4.The chip shall be stabilized at normal condition

for 1~2 hoursbefore measuring.
Temp

60T
93%RH

Temp & Humidity

High temperature
High humidity

Room
Conditions

Test
97H  98H

0 9H Time

Heat endurance of
Reflow soldering
Reference documents:
GJB 360B-2009

(=] AR i R

1.No significant defects in appearance.
2. AL/L=10% (Mn-Zn: AL/L=30% )
3.AQ/Q=30% (SMD series only)

4. ADCR/DCR=10%

1.Refer to the above reflow curve and go through

the reflow for twice.
2.The peak temperature : 260+0/-5C

Resistance to solvent
test

Reference documents:
IEC 68-2-45:1993

i v 751 1 1k

No case deformation or change in
appearance or obliteration of marking

To dip parts into IPA solvent for 5£0.5Min,then
drying them at room temp for 5Min,at last ,to
brushing making 10 times.

Overload test
Reference documents:
JIS C5311-6.13
JORARCIRFY

1.During the test no smoke, no peculiar,
smell, no fire
2.The characteristic is normal after test

Apply twice as rated current for 5 minutes.

voltage resistance test
Reference documents:
MIL-STD-202G Method
301

A1

1.During the test no breakdown
2. The characteristic is normal after test

1. For parts with two coils
2. DC1000V, Current: 1mA, Time: 1Min.
3. Refer to catalogue of specific products

HENZHEN SHUNXIANGNUO ELECTRONICS CO., LTD.
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L &z AN Pl o Recommended reflow soldering curve:
Soldering
Preheating Tp (260 °C / 10 seconds max.)
+0/-5°C I‘——l
tp (245 °C / 20~40 seconds)
o
E ------------------------- Natural
= e pa cooling
g 60 ~ 150 seconds
e
[eb]
= 60 ~ 180 seconds
480 seconds max.
25

Time (Seconds)

The recommended reflow conditions as above graph, is set according to our soldering
equipment. DUE to various manufactures may have different reflow soldering equipment,
products, process conditions, set methods. And so on, when setting the reflow conditions,

Please adjust and confirm according to users’ environment/equipment.

HENZHEN SHUNXIANGNUO ELECTRONICS CO., LTD. http: www.sxndz.com 8
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i LB
REMINDERS FOR USING THESE PRODUCTS A

o TRAFISIAIN12 MNMHUIW, fRAFEMF GRIZES~40°CLL R, /%35 ~ 66%RH LLF) , FARSER.

A ORI 1], S R B AT AR R T RESZ AL

The storage period is within 12 months. Be sure to follow the storage conditions (temperature: 5~40°C,

humidity: 35 to 65% RH or less). If the storage period elapses, the soldering of the terminal electrodes may

deteriorate.

EESARE IR (3. TR WSS TFRTHARAE

Do not use or store in locations where there are conditions such as gas corrosion (salt, acid, alkali, etc.).

F LR IR S EOTIEE AR, NOEE S T B A T

Don't touch electrodes directly with bare hands as oil secretions may inhibit soldering Always ensure

optimum conditions for soldering.
T /N SR TR 8 A E0 T o PR R T BB AN 2 T 3 B R

Please always handle products carefully to prevent any damage caused bydropping down or inappropriate

removing.
Uity 3ok S il 2 T BT 2, AN I S it
Don't bend the terminals with excessive stress in case of any wire fracture.
ANEJEYE ™, AR EE PR IR R .
Don’t rinse coils by yourself and please contact SXN if necessary.
T 20N A7 i A S Wk B A T D B P A
Don’t expose the products to magnets or magnetic fields
o TESLHFERT, 1855 LHAT I PR B 5 1R BRI 20 il B2 (VIR 2 245 150°C DA .
Before soldering, be sure to preheat components. The preheating temperature should be set so that the

temperature difference between the solder temperature and chip temperature does not exceed 150°C.

o RS IR EAS IE S AE KM PR E B SR AR TE Bl o A il P ] e R R R . PEREFRAR. e dmiaib .
Soldering corrections after mounting should be within the range of the conditions determined in the
specifications. If overheated, a short circuit, performance deterioration, or lifespan shortening may occur.

o LE SPLEMHEI HRAM GRE LT, KIAERB 7T EA 780 R,

Self heating (temperature increase) occurs when the power is turned ON, so the tolerance should be
sufficient for the set thermal design.

o ARRLGEMCUAE FAAR BTN TR B A A, BT RE s S EURBNE .

Carefully lay out the coil for the circuit board design of the non-magnetic shield type. A malfunction may

occur due to magnetic interference.
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